
76245
11-03-97

Glenn Research Center

MICROGRAVITY SCIENCE DIVISION
SPACE DIRECTORATE

Columnar Growth of Colloidal Crystals
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◆  Slow evaporation from edge of cell produced volume fraction gradient


